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INTRODUCTION 

During 1971, stream-sediment samples were co l l ec ted  i n  t h e  Survey 

Pass A-2 quadrangle f o r  geochemical ana lys i s .  The samples were c o l l e c t e d  

by G.L. nine, W.S. Roberts, and J .M.  Zdepski. Atomic absorption and 

emission spect rographic  analyses were performed by T.C. Tr ib le ,  I l ine ra l s  

Analysis and Research Laboratory. 

Stream-sediment samples were taken t o  inc lude  the  f i n e r  f r a c t i o n s  of 

sand and s i l t  i n  t h e  a c t i v e  p a r t s  of t h e  streams and small t r i b u t a r i e s .  

Every e f f o r t  w a s  made t o  take samples from a r e a s  where the r e s u l t s  would 

no t  be obscured by t h e  presence of l a r g e  amounts of g l a c i a l l y  derived m a t e r i a l ,  

which is common throughout much of t h e  a rea .  Organic mate r i a l  w a s  excluded ; 

where poss ib l? .  

KEY TO DATA SHEETS 

1. The samples have been arranged i n t o  t h r e e  c l a s s i f i c a t i o n s :  stream- 

sediment, rock, and s o i l  samples. 

2. Semiquant i ta t ive  emission spect rographic  values a r e  repor ted  i n  p a r t s  

per  m i l l i o n  (ppm) except values f o r  i r o n  (Fe), magnesium (Mg), and calcium 

(Ca), which are reported i n  percent  (%) . Titanium ( ~ i )  is repor ted  i n  p a r t s  

pe r  m i l l i o n  except  t h a t  values in excess of 10,000 ppm a r e  repor ted  i n  per- 

cent .  

The data is reported as  geometric mid-points (1.0, 0.7, 0.5, 0.3, 0.2, 

0.15, 0.1, ..... e tc . )  of geometric i n t e r v a l s  having l i m i t s  (1.2, 0.83, 0.56, 

0.38, 0.26, 0.18, 0.12, ..... e t c . ) .  For example, a reported value  of 1.0 is 

between t h e  limits 0.83 and 1.2. 

Under t h e  columns Atomic Absorption Spectrophotometry and Sen iquan t i t a t ive  

Emission Spectrography, NA means not  analyzed, and L means not  de tec ted  a t  t h e  

s p e c i f i e d  l i m i t  of detect ion.  



Backgrounds and thresholds are computed using standard techniques as 

discussed i n  Lepeltier,  Claude, 1969, A s implif ied treatment of geochemical 

data by graphical representation: Econ. Geol., v.  64 ,  no. 5 ,  p .  538-550. 

3. Abbreviations of rock types i n  sample v i c i n i t y ,  including bedrock and 

f loat:  

GNST - greenstone 
MARB - marble 
SCH - s c h i s t  


